Expansion Joint Expansion Joint

EXPANSION JOINT DETAIL FOR PAVEMENT SECTIONS WITH
¢ RADII TO 500' & DELTAS (A) GREATER THAN 50°

Intermediate and
surface course asphalt as
specified on the plans.
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Portland Cement N‘T/Lﬁ” ltem 441, Asphalt Concrete, Portland Cement
Concrete Base Intermediate Course, Type 1 Concrete Base

SECTION A-A FOR CONCRETE BASE PAVEMENT

Surface course asphalt as 48" Min.
specified on the plons.\
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\T/C’)" ltem 441, Asphalt Concrete,
Intermediate Course, Type 1

SECTION A-A FOR CONCRETE PAVEMENT

NOTES:

1. 2" expansion material shall be placed at the P.C. and P.T. in the concrete curb.
2. Maximum spacing of 500" between joints on straight sections of pavement without curves.
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